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ISSUED BY SIRA TEST & CERTIFICATION LIMITED

TEST FOR THE INGRESS PROTECTION OF
A MODEL 108 POLYCARBONATE ENCLOSURE

Customer: International Metal Engineering Pte. Limited
Blk 13 Toa Payoh Lorong 8
Braddell Tech Park, #06 - 05
Singapore 319261

Model or Type Identification: Model 108 Polycarbonate Enclosure;
Model 108 Range of Indicators and Transmitters in Polycarbonate

Enclosure
Standard: IEC 60529:2013
Deviations from Standard: None
ST&C Test Procedure: LOP 220
ST&C Test Reports: N70005753A, 14/0272
Samples Delivery Date: 28™ April 2014
Tests Conducted Between: 29" and 30" April 2014

This certificate refers to the performance of the test sample when tested against the agreed
programme. It does not imply that any other samples or products necessarily comply with the
requirements of the test programme.

Sira Test & Certification Limited being a UKAS accredited Test House in accordance with 1ISO/IEC

17025 has tested the Model 108 polycarbonate enclosure listed above and has found it to meet
the requirements of the Ingress Protection Code: IP 66 and IP 68 (2 m for 1 hour).
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Dated 30" May 2014 Technical Manager

This certificate may only be reproduced in its entirety and without change
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